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;[ Anlasstemperatur in [ C ]/ tempering temperature [ T ]

Anlassharte des Stahles C75S (Variante 25) in Abh#ngigkeit von der Temperatur fiir
unterschiedliche Haltezeiten
Tempering hardness of steel C75S (variant25) depending of temperature at different holding times



